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Overview

Â Pavement Reclamation
Â Typically consists of a combination of 

asphalt and aggregate base
ïUnstabilized
ïAsphalt Emulsion

ÂEngineered Emulsion
ÂCommodity Emulsion
Â Foamed Asphalt

ïClass C Fly Ash
ïCement
ïBlends of 2 or more of the above




